





















































	Cover page
	Title page
	Summary
	Introduction
	Nomenclature
	Description of Test Specimen and Instrumentation
	Experimental Procedure
	Predictions
	Thermal Model
	Structural Models
	Creep Model
	Strain relations
	Computational flow diagram
	Creep law convergence


	Results
	Temperature
	Thermal Stresses
	Residual Stresses Due to Creep

	Discussion
	Concluding Remarks
	References
	Figures
	Report Documentation Page

